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LINHAI CITY LVYIN SILICON RUBBER TECHNOLOGY CO.,LTD
SANDONGAQIAO VILLAGE, JIANGNAN STREET, LINHAI CITY, TAIZHOU, ZHEJIANG

The following sample(s) was/were submitted and identified on behalf of the clients as : Silicone rubber ring
SGS Job No. : SP18-013899 - SH
Date of Sample Received : 27 Apr 2018

Testing Period : 27 Apr 2018 - 24 May 2018

Test Requested : Selected test(s) as requested by client.
Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Result Summary :

Test Requested Conclusion

Council of Europe Resolution AP (2004) 5-Overall migration PASS

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.

‘J/{ﬁ (;’L’ ﬁ“"

Helen Liu
Approved Signatory
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Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description Material
(claimed by the client)
SN1 SHA18-086799.002  Red silicone rubber silicone rubber
Remarks :

(1) mg/dm? = milligram per square decimeter
(2) mg/kg = milligram per kilogram

(3) °C= degree Celsius

(4) < =less than

(5) MDL = Method Detection Limit

(6) ND = Not Detected ( < MDL)

Council of Europe Resolution AP (2004) 5-Overall migration

Test Method : With reference to Commission Regulation (EU) No 10/2011 of 14 January 2011 Annex IIl and
Annex V for selection of condition and EN 1186-1:2002 for selection of test methods;
EN 1186-3: 2002 aqueous food simulants by total immersion method;
EN 1186-2: 2002 olive oil by total immersion method;

Simulant Used Time Temperature Max. Permissible Result of 002 Conclusion
Limit Overall Migration

3% Acetic acid (W/V) 2.0hr(s) 70°C 60mg/kg <20mg/kg PASS
aqueous solution

10% Ethanol (V/V) aqueous 2.0hr(s) 70°C 60mg/kg <20mg/kg PASS
solution

50% Ethanol (V/V) aqueous 2.0hr(s) 70°C 60mg/kg <20mg/kg PASS
solution

Rectified olive oil 2.0hr(s) 70°C 60mg/kg <20mg/kg PASS
Notes :

(1) Analytical tolerance of aqueous simulants is 2 mg/dm? or 12 mg/kg.
(2) Analytical tolerance of fatty food simulants is 3 mg/dm? or 20mg/kg.
(3) Test condition & simulant were specified by client.

(4) The test data is obtained by considering the articles intended for repeated use as per described in
Commission Regulation (EU) No 10/2011 of 14 January 2011 Annex V. Report the 3rd extractive result.

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at hitp://www.s: s comleanerms and- Condmons aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic 45} .$gs. s-and-Conditions/Terms-e-Document.aspx.
Attention is drawn to the limitation of liability, Indsmnlﬂcailon and Jurisdiction Issuas defined therein. Any holder of this document is
advised that information contained hereon reflects the Company's findings at the time of its intervention only and within the limits of
Client’s instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exercising all their rights and obligations under the transaction d its. This d cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the

ik o
L, lakiE ;
2 Inspection &Testing Services ~7 results shown in this test report refer only to the sample(s) tested . o ~

5 S Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com

" | 3"*Building No.89 Yishan Road Xuhui Distrct Shanghai China 200233 {E&E (85-21) 61402553 {EAE (85-21)84953679  WWW.Sgsgroup.com.cn
tE - Hi - HICEF L8838 #B%M: 200233 1HL(86-21) 61402594 fHL (86-21)61156899 @ sgs.china@sgs.com
|

Member of the SGS Group (SGS SA)



Test Report

Sample photo:
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SHA18-086799.002
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SGS authenticate the photo on original report only

*** End of Report ***
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